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Fine-Blend® CMG5805TT LIRS R A B AT 1 BE, THRIRMEERFERIRKE. TATRE (BB
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T4 &E HiE B MR 75 3%
EE 0. 89 g/cm’ ASTM D792
1ARRIEH (190°C/5ke) 0.5-2.5 g/10min ASTM D1238
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FiRRE <0.3 % 105°C, 10min
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M <0.25wt%, H 0.25-0.5wt%, 1= 0.5-1.0wt%.
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www.fineblend.com.cn.
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